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Perovskite-based  materials  (LaMnO3, Pd/LaMnO3, LaCoO3 and  Pd/LaCoO3) were  synthesized,  character-
ized  (via BET,  XRD,  Raman  spectroscopy,  XPS  and  TEM)  and  their NOx (x =  1,2)  adsorption  characteristics
were  investigated  (via  in-situ  FTIR  and  TPD)  as  a  function  of the  nature  of  the  B-site  cation  (i.e.  Mn  vs Co),
Pd/PdO  incorporation  and  H2-pretreatment.  NOx adsorption  on of  LaMnO3 was  found  to be  significantly
higher  than  LaCoO3, in line with the  higher  SSA  of  LaMnO3. Incorporation  of PdO  nanoparticles  with  an
average  diameter  of  ca.  4 nm  did  not  have  a significant  effect  on the  amount  of  NO2 adsorbed  on  fresh
LaMnO3 and  LaCoO3. TPD experiments  suggested  that  saturation  of  fresh  LaMnO3, Pd/LaMnO3,  LaCoO3

and  Pd/LaCoO3 with  NO2 at 323  K  resulted  in the  desorption  of  NO2, NO,  N2O  and  N2 (without  O2)  below
700  K, while  above  700  K,  NOx desorption  was  predominantly  in the  form  of  NO  +  O2. Perovskite  materi-
als  were  found  to  be  capable  of  activating  N–O  linkages  typically  at ca.  550  K (even  in the absence  of  an
external  reducing  agent)  forming  N2 and  N2O as  direct  NOx decomposition  products.  H2-pretreatment
yielded a drastic  boost  in  the  NO  oxidation  and  NOx adsorption  of  all samples,  particularly  for  the Co-

based  systems.  Presence  of  Pd  further  boosted  the  NOx uptake  upon  H2-pretreatment.  Increase  in the
NOx adsorption  of H2-pretreated  LaCoO3 and Pd/LaCoO3 surfaces  could  be associated  with  the  electronic
changes  (i.e.  reduction  of B-site  cation),  structural  changes  (surface  reconstruction  and  SSA  increase),
reduction  of  the  precious  metal  oxide  (PdO)  into  metallic  species  (Pd),  and  the  generation  of  oxygen
defects  on  the  perovskite.  Mn-based  systems  were  more  resilient  toward  B-site  reduction.  Pd-addition
suppressed  the B-site  reduction  and  preserved  the  ABO3 perovskite  structure.
. Introduction

NOx (i.e. predominantly NO, NO2) is one of the main pollutants
mitted by diesel and gasoline-powered engines and has a signifi-
antly negative influence on the environment. During the last two
ecades, emission regulations have become tighter, and numer-
us technologies for NOx after-treatment have been developed and
ommercialized. For the conventional gasoline engines, three-way
atalysts (TWC) can reduce toxic gases effectively under a stoi-
hiometric air to fuel ratio (14.5); however TWC  is not effective
n NOx after treatment in diesel engines operating under oxygen-

ich lean conditions (where the air to fuel ratio greater than 14.5).
Ox storage reduction (NSR) catalysts were developed as an alter-
ative technology [1–3]. Conventional NSR catalysts are composed
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E-mail address: ozensoy@fen.bilkent.edu.tr (E. Ozensoy).
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of three main components, Pt, Al2O3, and BaO where BaO func-
tions as the NOx storage component. Although the presence of Pt
is critical for NO oxidation (an important step in NOx storage),
it contributes significantly to the total cost of the catalyst. These
important drawbacks led the direction of research toward noble
metal-free materials.

Perovskites in the form of ABO3 have been considered as promis-
ing alternatives for low-cost automotive catalysts with excellent
redox properties and high thermal durability [4,5]. The chemical
properties of the perovskite materials are also known for their
flexible characteristics which are associated with their A and/or
B site substitution capabilities and availability of a wide vari-
ety of sub-stoichiometric structures [6]. The catalytic efficiencies
of perovskite materials for NO and N2O reduction into N2 were

demonstrated by several studies [7–13]. Moreover, these materials
play an efficient role in the catalytic NO oxidation under lean con-
ditions even in the absence of a noble metal [14,15]. Recently, Kim
et al. [16] reported that Sr-promoted La-based perovskite catalysts
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La1−xSrxCoO3) exhibit higher catalytic NO to NO2 conversion rates
s compared to Pt-based catalysts.

LaCoO3 and Pd/LaCoO3 based perovskite materials are known
o be highly sensitive toward pretreatment under reducing condi-
ions leading to significant structural changes and reconstruction
12,17,18] where the reduction of the perovskite lattice is closely
inked to the nature of the B-site cation in the ABO3 struc-
ure. In the current work, the effect of H2(g) pre-treatment on
Ox oxidation and adsorption over LaCoO3, LaMnO3 as well as

heir Pd-enriched forms were investigated by means of in-situ
ourier transform infrared (FTIR) spectroscopy and temperature
rogrammed desorption (TPD) in an attempt to provide funda-
ental knowledge associated with the influence of the nature of

he B-site cation and the Pd incorporation on the DeNOx catalytic
hemistry of perovskites.

. Experimental

.1. Catalyst preparation

LaCoO3 and LaMnO3, were synthesized via citric acid method
nvolving a citrate route as prescribed in a recent GM patent
19]. Supported palladium catalysts were prepared using classi-
al incipient wetness impregnation method utilizing palladium
itrate together with LaCoO3 or LaMnO3. Pd was  impregnated
nto the synthesized perovskite samples after the calcination of
he perovskites at 973 K for 5 h in air. The nominal loading of
alladium was adjusted to 1.5 wt% Pd. Pd incorporated materi-
ls were subsequently calcined at 773 K for 5 h in air. The La2O3
enchmark material was synthesized via direct calcination of a
a(NO3)3·6H2O(s) (Sigma Aldrich) precursor at 973 K in an open-air
ven for 12 h.

Prior to in-situ FTIR analysis, perovskite samples mounted on
he spectroscopic batch reactor were initially treated and activated
ith an exposure of 2 Torr NO2(g) for 5 min  at 323 K followed by

nnealing and surface cleaning in vacuum (<10−3 Torr) at 973 K.
inally, samples were cooled to 323 K for subsequent NO2(g)
dsorption experiments. The perovskite materials referred in the
ext as pre-reduced were treated with 5.0 Torr H2(g) (Linde GmbH,
ermany, >99.9) at 623 K for 10 min.

NO2 saturation of the synthesized materials was carried out typ-
cally by dosing 5.0 Torr NO2(g) over the sample for 10 min  at 323 K.
O2(g) used in the experiments was prepared by mixing NO(g)

Air Products, 99.9%) and O2(g) (Linde GmbH, Germany, 99.999%)
ollowed by multiple freeze-pump-thaw cycles for further purifi-
ation.

.2. Instrumentation

All of the FTIR spectroscopic experiments were conducted in
ransmission mode using a Bruker Tensor 27 spectrometer coupled
o a batch-type catalytic reactor whose details have been described
lsewhere [20,21]. All of the FTIR spectra were collected at 323 K.
ll of the adsorption/pre-treatment steps were also performed in
atch mode.

Prior to TPD experiments, sample were mounted on the spec-
roscopic batch reactor and then were exposed to 5.0 Torr NO2(g)
or 10 min. TPD experiments were carried out in vacuum, with a
eating rate of 12 K/min. For TPD experiments a quadrupole mass
pectrometer (QMS, Stanford Research Systems, RGA 200) was
sed. The QMS  signals with m/z equal to 18 (H2O), 28 (N2/CO), 30

NO/NO2), 32 (O2), 44 (N2O/CO2), and 46 (NO2) were monitored
uring the TPD measurements. It is well known that due to the
ard ionization process in the QMS, pure NO2(g) undergoes frag-
entation yielding two major components namely, NO (m/z = 30)
nmental 154–155 (2014) 51–61

and NO2 (m/z = 46). The NO:NO2 ratio in the NO2 fragmentation
pattern varies between 3.0 and 4.0 as a function of the ionization
conditions. Under the current experimental conditions, fragmen-
tation ratio of NO:NO2 was determined to be 3.23. In the current
work, a strictly quantitate analysis of the TPD desorption channels
will not be given. However, using the fragmentation characteris-
tics of pure NO2(g), relative contributions of pure NO(g) and pure
NO2(g) to the overall m/z = 30 signal can be readily distinguished.

Ex-situ XPS analysis was performed using a SPECS XPS spec-
trometer with a PHOIBOS-100 hemispherical energy analyzer and
a DLD detector utilizing monochromatic AlK� X-ray irradiation
(h� = 1486.7 eV, 400 W).  Instrumental details regarding the other
utilized experimental techniques (i.e. XRD, TEM, BET, TPD and
Raman spectroscopy) were described elsewhere [20,22].

3. Results and discussion

3.1. Characterization of the synthesized samples via XRD, TEM,
BET, XPS, and Raman spectroscopy

Fig. 1 illustrates the ex-situ XRD profiles of LaMnO3, Pd/LaMnO3,
LaCoO3 and Pd/LaCoO3 materials obtained after synthesis and cal-
cination at 973 K. XRD patterns verify that synthesis of perovskite
structures was  achieved as indicated by the presence of the char-
acteristic diffraction lines at 32.56◦ (LaMnO3) as well as 32.84◦

and 33.21◦ (LaCoO3) [23]. This major diffraction signal possesses
additional information about the lattice structure of perovskite
materials as shown in detail in Fig. 1b. While Mn-based perovskite
structures have only a single major peak related to the cubic lattice
or poorly crystalline rhombohedral structure, Co-based perovskites
reveal a doublet indicating a transformation from cubic into rhom-
bohedral structure [24]. Another critical feature presented in Fig. 1b
is the shift in 2-theta value from 32.56◦ to 32.84◦. This can be
explained by the smaller lattice spacing of Co-based materials due
to smaller ionic size of Co3+. XRD data given in Fig. 1 point out that
after Pd impregnation, the only detectable phases were perovskite
phases and no other ordered phases such as La2O3, MnOx, CoOx, Pd
or PdO were visible. Lack of such signals is likely due to the small
particle size, low volume percentile or lack of crystallographic order
in such phases. As illustrated in the TEM images of Pd-impregnated
materials given in Fig. 2, PdO/PdOx particles are clearly visible and
are dispersed on the perovskite surface with an average particle size
of ca. 4 nm.  It is worth mentioning that PdO/PdOx nanoparticles on
the synthesized nanoparticles have a relatively low surface mobil-
ity which enables a relatively good PdO/PdOx dispersion even after
calcination at 773 K. Assuming atomic dispersion for PdOx particles
and a LaMnO3 surface atom density of 1015 atoms/cm2, a simple
estimation reveals that surface dispersion of PdOx is ca. 38%. How-
ever, TEM images in Fig. 2 suggest that average PdOx particle size
is ∼4 nm indicating that the actual PdOx dispersion is smaller than
the estimated value. The oxidic character of the Pd particles (i.e. the
presence of Pdx+/Pd2+ species) is evident by a ca. +1.5 eV shift in the
Pd3d XPS binding energy (B.E.) values observed for the Pd/LaMnO3
and Pd/LaCoO3 samples (see the Supporting information section)
compared to the typical metallic Pd3d B.E. of 335.3 eV.

The results of the BET specific surface area (SSA) measurements
of the synthesized samples are presented in Fig. 3. The Mn-based
samples calcined at 973 K have comparatively higher SSAs which
are approximately 20 m2/g. On the other hand, SSAs of Co-based
samples are ca. 8 m2/g. Temperature-dependent structural evo-
lution by means of XRD analysis (data not shown) of perovskite

materials reveals that structural transformation from amorphous
to a crystalline structure takes place at a relatively lower temper-
ature for LaCoO3. While LaCoO3 has a cubic crystalline structure
at 873 K, LaMnO3 is still amorphous at the same temperature.



Z. Say et al. / Applied Catalysis B: Environmental 154–155 (2014) 51–61 53

30 32 34 36

LaCoO3

Pd/LaMnO3

LaMnO3

Pd/LaCo O3

10 20 30 40 50 60 70 80

LaCoO3

Pd/LaMnO3

LaMnO3

Pd/LaCoO3

Cubic La MnO3 Rhombohed ral  LaCo O3

2 thet a (degrees )

In
te

n
s
it
y
 (

a
.

u
.)

In
te

n
s
it
y
 (

a
rb

. 
u
.)

(a) (b)

3
2

.5
6

o

3
2

.8
4

3
3

.2
1

F  Pd/La
2

T
S
I
m
i
g
a
f

i
e
s
m
a
o
F

ig. 1. (a) Ex-situ XRD patterns corresponding to LaMnO3, Pd/LaMnO3, LaCoO3 and
9◦ < 2� < 37◦ .

herefore, it is apparent that Mn-based perovskites reveal higher
SA values and are less ordered than their Co-based counterparts.
nterestingly, Co-based catalyst was reported to be significantly

ore active than Mn-based catalyst [16] suggesting that the
ntrinsic rate of NO oxidation over LaCoO3 catalyst could be much
reater than that of LaMnO3. Moreover, Fig. 3 illustrates that Pd
ddition causes only a minor increase in the SSA (i.e. ∼1–2 m2/g)
or both Mn-  and Co-based perovskites.

Raman spectroscopy could be a useful technique in order to
dentify various phases in the material structure which might be
lusive to detect in XRD due to poor crystallinity or small particle
ize. Thus, Raman spectroscopic characterization of the synthesized

aterials has also been performed in order to check the presence of

dditional phases other than the perovskite phases. Raman spectra
f LaMnO3, Pd/LaMnO3, LaCoO3 and Pd/LaCoO3 are presented in
ig. 4. LaMnO3 and Pd/LaMnO3 samples reveal three major Raman

Fig. 2. Representative TEM images for ((a) and (b)) Pd/LaMnO3 an
CoO3 samples after calcination at 973 K for 5 h. (b) Detailed XRD pattern between

features at ca. 205, 421 and 644 cm−1 as illustrated in Fig. 4a and
b, respectively. The former features at 210 and 421 cm−1 can be
associated with A1g and Eg modes of oxygen cage rotation and
vibration in LaMnO3 perovskite, respectively [25]. Another Raman
feature at 644 cm−1 can be attributed to a Mn–O–Mn  stretching
mode (�Mn–O–Mn) in the perovskite structure in accordance with Li
et al. [26] who reported a similar peak at 654 cm−1 for Mn3O4, as
well as Ammundsen et al. [27] who  also reported a Raman signal
at 647 cm−1 for MnO2. Furthermore, this assignment is also consis-
tent with the previously published Raman data on Pd/LaMnO3 [28]
which revealed a major signal at 653 cm−1. There is also another
weak feature located at ca. 520 cm−1 corresponding to the LaMnO3

and Pd/LaMnO3 samples. Xi et al. reported that this weak feature
might be related to fluorescence bands [29]. Moreover, Iliev et al.
assigned this weak feature to the Ag Raman active mode of the
perovskite structure [30].

d (c) Pd/LaCoO3 that were initially calcined at 973 K for 5 h.
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d/LaCoO3 after calcination at 973 K for 5 h.

As shown in Fig. 4 spectra (c) and (d), LaCoO3 and Pd/LaCoO3
aterials exhibit a Raman scattering feature at ca. 409 cm−1 and

 weak broad feature at ca. 612 cm−1. The 409 cm−1 feature can
e associated with the perovskite structure. Tang et al. investi-
ated the Raman spectra of different cobalt containing compounds
uch as CoOOH, Co3O4 and CoO; and observed a sharp feature at
a. 650 cm−1 [31]. Thus, it is likely that the feature at 615 cm−1 in
pectra (c) and (d) is associated with Co–O species.

Fig. 5 illustrates the relative surface atomic ratios of the syn-
hesized materials obtained via XPS measurements. The atomic
atios were calculated from the corresponding Pd3d, La3d, Mn2p,
nd Co3p spectra by taking the corresponding XP sensitivity fac-
ors into account. For both Pd-free and Pd-containing perovskites,
PS data reveal that the sample surfaces are enriched by La (i.e.

n/La and Co/La surface atomic ratios are less than 1). La accu-
ulation on the surface most probably occurs due to formation

f La2(CO3)3, La(OH)3 and/or amorphous La2O3 domains together
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aCoO3 and (d) Pd/LaCoO3 samples after calcination at 973 K for 5 h.
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with the perovskite. As illustrated in a recent study [32], it is
possible to control the Co/La surface atomic ratio, by modifying
the synthesis parameters. However, the currently used synthesis
parameters were chosen in order to mimic  the synthetic conditions
reported in a recent study by GM [16] which demonstrated highly
active perovskite catalysts. The presence of surface carbonate and
hydroxide groups is confirmed by the C1s and O1s XP spectra (data
not shown). La enrichment of the surfaces can also be associated
with a La-terminated perovskite structure which is consistent with
recent Density Functional Theory (DFT) calculations of Schneider
et al., on the LaCoO3 surface, who reported that the La surface ter-
mination is energetically the most favorable termination for the
LaCoO3 unit cell [33]. It is worth mentioning that Pd loading does
not affect the Mn/La and Co/La surface atomic ratios.

3.2. NO2 adsorption/desorption behavior of perovskite surfaces

Fig. 6 presents the FTIR spectra obtained for the stepwise NO2(g)
adsorption on LaMnO3 (Fig. 6a), LaCoO3 (Fig. 6b) and La2O3 (Fig. 6c)
samples at 323 K. FTIR spectra yield a convoluted set of bands
corresponding to various types of nitrates and nitrites with dif-
ferent surface adsorption geometries [34–40]. Vibrational features
appearing at 1649 and 1009 cm−1 are assigned to asymmetric
and symmetric stretching modes of bridging nitrate species on
the perovskite surface, respectively [34]. It is evident that bridg-
ing nitrates are readily visible on the LaMnO3 perovskite, while
these species are less pronounced on the LaCoO3 surface. Another
type of adsorbed nitrate, revealing vibrational features at 1530 and
1269 cm−1 can be assigned to monodentate nitrates [37]. Two char-
acteristic vibrational modes of bidentate nitrates are also observed
on the surface which are located at 1568 and 1246 cm−1 [35,36]. The
vibrational bands at 1434, 1322 and 804 cm−1 in Fig. 6a (and similar
bands in Fig. 6b) can be assigned to �N=O, �N–O and �ONO vibrations of
monodentate surface nitrites (–O–N=O), respectively [37–40]. The
weak absorption bands at 1090 and 1194 cm−1 which are apparent
only at the initial stage of NO2(g) exposure and disappear at higher
exposures can be assigned to bridging and/or chelating nitrites
[11]. The simultaneous growth of nitrate and nitrite species can be
associated with the disproportionation of NO2 on the perovskites
surfaces:

2NO2(ads) + O2−(surf) → NO3
−(ads) + NO2

−(ads)

Fig. 6 suggests that during the initial stages of NO2 adsorp-
tion, bridging nitrates and bridging/chelating nitrites are formed.
With further NO2 exposure, the bridging/chelating nitrite are
transformed into surface nitrito species while bridging nitrate sig-
nals continue to grow together with monodentate and bidentate
nitrates. Further NO2 exposure leads to the simultaneous growth
of the nitrates and monodentate nitrite (nitrito) species until the
surfaces are saturated with NOx. Along these lines, it is apparent
that on the investigated perovskite surfaces, NO2 adsorption is pre-
dominantly accompanied with its oxidation to nitrate species. Thus,
the surface coverage of nitrates on the investigated perovskites not
only reveals the relative amount of NOx adsorption but it can also
be an indirect indicator associated with the inherent NO oxidation
capabilities of these surfaces.

It is visible that the general aspects of the vibrational spec-
tra corresponding to NOx adsorption geometries of two different
perovskite surfaces show significant resemblances. This behavior
can be explained by considering the XPS results given in Fig. 5,
which clearly show that both LaMnO3 and LaCoO3 surfaces are

La-enriched. As discussed earlier, this can either be attributed to
La-terminated perovskite surfaces or the presence of additional
amorphous La2O3 (and/or La2(CO3)3, La(OH)3) domains on both
surfaces revealing similar adsorbed NOx species for LaMnO3 and



Z. Say et al. / Applied Catalysis B: Environmental 154–155 (2014) 51–61 55

F esized
5

L
s
e
t
i
i
w
L
r
s
m
B

i
s
a
f

F
(

ig. 5. Quantitative determination of the surface atomic ratios via XPS for the synth
 h.

aCoO3. In other words, on both LaMnO3 and LaCoO3, adsorbed NOx

pecies are mostly in the form of nitrates which are coordinated to
ither amorphous La2O3 and/or La2(CO3)3, La(OH)3 domains or La-
erminated perovskite surfaces. In order to have a better insight
nto surface functional groups, benchmark NOx adsorption exper-
ments were also performed on pure La2O3 as shown in Fig. 6c

hich reveals similar vibrational frequencies to that of LaMnO3 and
aCoO3. This may  suggest that although B-sites may  play a crucial
ole during the initial stages of NOx adsorption, final adsorption
ites of the stored NOx species on LaMnO3 and LaCoO3 surfaces are
ore sensitive to the A-sites of the ABO3 structure, rather than the

-sites.
Another important observation regarding the FTIR data given
n Fig. 6 which is worth emphasizing is that total IR signal inten-
ities related to adsorbed NOx species are quite dissimilar for Co-
nd Mn-based materials. Assessment of the IR absorbance values
or the NO2-saturated LaMnO3 and LaCoO3 surfaces (i.e. red spectra
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in Fig. 6a and b), immediately reveals that LaMnO3 adsorbs signif-
icantly higher amount of NOx than LaCoO3, in accordance with its
considerably higher specific surface area (Fig. 5).

NO2 uptake behaviors of Pd-containing and Pd-free perovskite
materials were also investigated in a comparative fashion by means
of FTIR spectroscopy. Fig. 7 shows the corresponding FTIR spec-
tra obtained after the saturation of LaMnO3, Pd/LaMnO3, LaCoO3
and Pd/LaCoO3 surfaces with 5 Torr NO2(g) for 10 min at 323 K. It
is clearly visible in Fig. 7 that incorporation of Pd species does not
significantly alter the nature of the adsorbed NOx species on both
of the perovskite surfaces. In addition, the presence of Pd species
result in a minor increase in the IR absorption intensities for both
Mn-  and Co-based materials which is in good agreement with the

slight increase in the specific surface area values of these surfaces
as shown in Fig. 5.
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athways of the adsorbed NOx species can be obtained via TPD.
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aces with NO2 at 323 K (5.0 Torr NO2 exposure for 10 min) where
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With the help of the TPD data, NOx adsorption on LaMnO3 and
LaCoO3 can be compared. Such a comparison clearly indicates that
LaMnO3 adsorbs a greater amount of NOx than LaCoO3 in excellent
agreement with the current BET (Fig. 3) and in-situ FTIR (Fig. 6)
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easurements. Moreover, integrated NO + NO2 + N2 + N2O TPD sig-
als of LaMnO3was found to be 48% higher than that of LaCoO3 (see
he Supporting information section for details). A detailed analysis
f the desorbing species observed in the TPD data given in Fig. 8
uggests that NO desorption occurs in a broad temperature window
i.e. 400–800 K) yielding multiple and convoluted desorption fea-
ures and a global desorption maximum at ca. 650 K. These convo-
uted NO desorption features can be better interpreted by analyzing
he simultaneously recorded additional desorption channels.

NO2 (m/z = 46) desorption profiles given in Fig. 8a and b corre-
ponding to LaMnO3 and Pd/LaMnO3 samples possess a line shape
here at least two desorption states are discernible at ca. 460

nd 565 K. It is well-known that pure NO2(g) can be readily frag-
ented inside a QMS  due to electron impact ionization yielding NO

nd NO2 as the major signals, where NO:NO2 ratio is found to be
ypically between 3:1 and 4:1. Thus, the characteristic NO desorp-
ion features in Fig. 8a and b appearing at 460 and 565 K can be
ttributed predominantly to NO2 desorption from the LaMnO3 and
d/LaMnO3 surfaces with some contribution from NO desorption. It
s important to note that these desorption states do not reveal any
imultaneous O2(g) desorption signal. Temperature-programmed
TIR experiments (Supporting information Fig. 1) performed in

 parallel fashion to the current TPD experiments indicate that
itrates and nitrito species disappear in a gradual and a simul-
aneous manner during the heating ramp without a significant
hange in the line shape of the FTIR spectra. Thus, for the desorption
indow within 460–570 K, it can be argued that on the LaMnO3 and

d/LaMnO3 surfaces, nitrito and nitrate species desorb/decompose
n the form of NO2 + NO (without O2) where the O species generated
uring nitrate decomposition is captured by the perovskite cur-

ng oxygen defects or in the case of Pd/LaMnO3, possibly oxidizing
d/PdOx sites into PdO.

Another clearly visible signal appearing simultaneously with
he NO and NO2 desorption channels in the range of 490–570 K
n Fig. 8a and b is N2O (m/z = 44). N2O desorption channel has a
esorption maximum at ca. 565 K which is coinciding with the
igh-temperature NO2 desorption signal. Detection of N2O is quite
oteworthy as it indicates that even in the absence of an external
educing agent, LaMnO3 and Pd/LaMnO3 surfaces can directly acti-
ate N–O linkages in a rather efficient manner and partially reduce
itrate (NO3

−) and nitrite (NO2
−) species above 500 K. As the N2O

ormation implies the presence of atomic N species generated on
he catalyst surface, recombinative desorption of atomic N in the
orm of N2 as the direct total reduction product is also likely. As a

atter of fact, m/z  = 28 desorption channel in Fig. 8a and b clearly
eveals the presence of N2 desorption in a very broad temperature
indow with a local maximum at ca. 565 K. Observation of N2O

nd N2 in the NO2 TPD of LaMnO3 and Pd/LaMnO3 clearly shows
hat these surfaces can be promising materials as DeNOx catalysts,
s they can directly reduce stored NOx species (i.e. nitrates and
itrites) even in the absence of an external reducing agent.

At higher temperatures, an additional TPD feature in the m/z = 32
hannel becomes apparent in Fig. 8a and b. This strong O2 desorp-
ion signal located within 750–800 K is detected together with
n intense NO desorption signal appearing at the same temper-
ture. In other words, in this temperature interval, NOx species
emaining on the surface decompose as NO + O2 with a less signif-
cant contribution from N2 and N2O (note that NO2 desorption is
ot detected at this temperature). Temperature-programmed FTIR
tudies (Supporting information Fig. 2) suggest that at this temper-
ture nitrito species are the prominently existing NOx species on
aMnO3 and Pd/LaMnO3 with a smaller contribution from nitrates.

hus, it is apparent that these thermally stable bridging nitrites
ecompose mostly in the form of NO + O2. It is worth mentioning
hat the high temperature O2 desorption feature appearing within
50–800 K can also be associated to the direct oxygen evolution
nmental 154–155 (2014) 51–61 57

from LaMnO3 and Pd/LaMnO3 and the formation of oxygen vacan-
cies in the perovskite structure or due to the decomposition of PdO
[41,42]. As a final note on Fig. 8a and b, it is worth mentioning
that the total NOx adsorption is not significantly altered upon Pd
addition to the Mn-based perovskite system where presence of Pd
increases the integrated total NOx (NO + NO2 + N2 + N2O) desorp-
tion signal by only about 11% (Fig. 9). For the detailed calculation
of the integrated total NOx TPD signals, reader is referred to the
Supporting information section.

General desorption characteristics observed for the NO2 TPD
experiments performed on LaMnO3 and Pd/LaMnO3 surfaces are
translated to a large extent on the LaCoO3 and Pd/LaCoO3 samples
as well (Fig. 8c and d). As discussed earlier, total integrated NOx

desorption signal is about 48% smaller for the LaCoO3 with respect
to that of LaMnO3 (Fig. 9). On the other hand, Pd-incorporation
seems to have a larger positive influence on the NOx adsorp-
tion for the Co-based systems where the integrated total NOx

(NO + NO2 + N2 + N2O) desorption signal increases by about 16%
(Fig. 9). Furthermore, Pd addition also increases the thermal sta-
bility of the stored NOx species shifting their desorption signals
to higher temperatures. In particular, Fig. 8d also illustrates that
Pd addition leads to a sharp low-temperature NO desorption sig-
nal located at 400 K. Corresponding temperature-dependent FTIR
data indicate that, at these temperatures monodentate and bridg-
ing nitrates are partially destroyed. It is also worth emphasizing
that this enhanced low-temperature NO desorption signal is con-
comitant to N2O and N2 signals appearing at the same temperature.
Thus, it is clear that Pd incorporation has a minor but detectable
positive influence on the low-temperature direct total/partial NOx

reduction on the Co-based perovskite systems. This is consistent
with the fact that unlike Rh-based catalysts, it is well known that
Pd-based catalysts are not very active in direct NO dissociation.

Combination of XPS and TPD data reveals an interesting correla-
tion between the B-site cation/La3+ ratio (i.e. the relative number of
B-site cations and La3+ cations) in the perovskite structure and the
corresponding NOx adsorption quantities. XPS data (Fig. 5) suggests
that incorporation Pd into Co-based perovskite structure causes an
increase in Co/La atomic ratio by 16% which is followed by a sim-
ilar relative increase (i.e. 16%) in the total NOx adsorption (Fig. 9).
In a similar fashion, Pd addition to the Mn-based perovskite struc-
ture leads to an increase in Mn/La ratio by 8%, which leads to 11%
increase in total NOx adsorption. These trends suggest that B-site
cations play a crucial role in the initial NO2 adsorption and oxida-
tion in the form of nitrates and nitrites. It is feasible that the initial
adsorption and oxidation of NO2 is governed by B-site cations while
upon formation of nitrates/nitrites, these NOx species spill over on
the surface La–O sites.

3.3. Effect of reductive pre-treatment on NOx uptake and catalyst
structure

Structural integrity and durability are some of the most criti-
cal characteristics of a long lasting catalytic system. Preservation
of the structural and functional properties of perovskites is rather
challenging due to the stoichiometric flexibility of these systems
allowing a vast number of compositional variations originating
from the alterations in the oxygen defect density and the changes
in the oxidation states of B-site cations in the ABO3 structure. Since
many catalytic processes include sequential oxidation and reduc-
tion cycles, we have also investigated the NOx adsorption behavior
of the currently synthesized LaMnO3, Pd/LaMnO3, LaCoO3 and
Pd/LaCoO3 samples upon their exposure to reducing conditions.

It is known that treatment of Co and Mn-based perovskites with
an aggressive reducing agent such as H2(g) at high enough tem-
peratures may  cause reversible or irreversible structural changes
[6,43]. This was found to be particularly valid for LaCoO3, where
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Fig. 9. Integrated total NOx TPD desorption signals obtained f

acquin and Dujardin showed that destruction of the perovskite
tructure due to the two-step reduction of the B-site cation (via
o3+ → Co+2 → Co0) led to the formation of metallic Co and La2O3
44–46].

Thus, in the current study, we have also investigated the NOx

ptake and release properties of LaMnO3, Pd/LaMnO3, LaCoO3 and
d/LaCoO3 surfaces after pretreating them with H2. It should be
oted that pre-reduction was performed with 5.0 Torr H2(g) at
23 K for 10 min  in batch mode consistent with similar former stud-

es in the literature [46]. Fig. 10 presents such experiments where
resh (red spectra) and H2 pre-reduced (black spectra) perovskite
urfaces were saturated with 5.0 Torr NO2(g) for 10 min  at 323 K.

Fig. 10 illustrates that on the pre-reduced surfaces, abundance
f nitrite/nitrito species increases as evident from the relative
trengthening of the vibrational frequencies at 1487, ∼1450 and
330 cm−1 while nitrate-related vibrational features (e.g. 1567 and
270 cm−1) attenuate in a relative fashion [35,36].

More importantly, it is visible in Fig. 10 that H2-pretreatment
eads to a drastic increase in the NOx uptake of both Mn-  and
o-based perovskites. Black spectrum in Fig. 10c shows that the
adical increase in the NOx adsorption on the LaCoO3 surface upon
2 pretreatment is accompanied by a characteristic change in the

pectral baseline in the FTIR data which may  be associated with an
lteration in the electronic structure of the sample. These obser-
ations can be explained by the reduction of the LaCoO3 sample
nd the formation of Co0/CoO/La2O3 phases [17]. Implications of
uch structural alterations are also evident by the formation of two
dditional spectral features located at 1897 and 1818 cm−1 cor-
esponding to dinitrosyl species on Co+2 [47–49] (Fig. 10c, black
pectrum). Furthermore, it can be seen that Pd-incorporation both
nhances the NOx oxidation (thereby facilitating NOx adsorption)
fter H2-pretreatment (Fig. 10d, black spectrum) and hinders the

omplete B-site reduction by preserving the structural integrity
f the perovskite lattice to a certain extent, evident by a smaller
hange in the IR spectral baseline (for instance, compare Fig. 10c,
lack spectrum with Fig. 10d, black spectrum). Influence of the
ious NO2-saturated perovskite materials (see text for details).

Pd sites on the NOx adsorption after H2 treatment can be associ-
ated with multiple reasons. For instance, Pd sites in the Pd/LaCoO3
system can facilitate H2 activation and lead to the formation of
reactive CoOx surface species which can present high activity
toward NO oxidation and NOx uptake without forming a fully
reduced form of Co (i.e. Co0). Alternatively, metallic Pd sites (i.e.
Pd0) created after reduction with H2 can also directly function
as active redox sites providing additional sites for NOx adsorp-
tion.

It is interesting to note that although H2-pretreatment also
boosts the NOx uptake for the LaMnO3 surface (Fig. 10a, black spec-
trum) to a certain extent, it is not accompanied by a severe baseline
change in the FTIR spectra suggesting the lack of a drastic elec-
tronic structural modification. Further support for this argument
will be also provided together with the corresponding NO2 TPD
data for the H2-pretreated surfaces (Fig. 11). In other words, Mn-
based samples seem less prone to B-site reduction and the boost
in the NOx adsorption upon H2-pretreatment and/or Pd addition
is less prominent in Mn-based systems. Yet, indications of B-site
reduction still exists as seen from the presence of the 1773 cm−1

given in the insets of Fig. 10a and b (black spectra), corresponding
to nitrosyl species coordinated to Mn2+ sites which are generated
upon reduction [50].

It is worth mentioning that the ex-situ XPS and XRD measure-
ments obtained immediately after the H2-pretreatment did not
reveal any indications of the presence of reduced La, Co or Mn
species. Thus, it is likely that during the transfer of the samples
from the FTIR/TPD reactor (where in-situ H2-pretreatment was per-
formed) to the XPS or XRD setup, samples were exposed to ambient
atmospheric conditions which resulted in the re-oxidation. This
suggests that the in-situ reduction phenomena and the structural
changes observed for the perovskite samples indirectly via FTIR and

TPD experiments occur most probably on the surfaces of the mate-
rials rather than in the bulk. Furthermore, it is apparent that the
reduced surfaces can readily be re-oxidized in a rather reversible
fashion under ambient conditions.
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ig. 10. FTIR spectra corresponding to the NO2 saturated surfaces of (a) LaMnO3, (b
orrespond to fresh perovskite surfaces and black spectra correspond to pre-reduce
eferences to color in this figure legend, the reader is referred to the web  version of

Complementary TPD experiments were also performed in
rder to have a clear understanding of the effect of a reducing
reatment on NOx uptake. TPD profiles obtained by saturating the
re-reduced LaCoO3, Pd/LaCoO3, LaMnO3 and Pd/LaMnO3 surfaces
ith NO2 at 323 K are illustrated in Fig. 11. Although the TPD
rofiles corresponding to fresh LaMnO3 and LaCoO3 (Fig. 11a and
) were already presented in Fig. 8a and c, these data are revisited
and plotted using a different scale) in Fig. 11 for the sake of
omparison with the pre-reduced samples. TPD profiles in Fig. 11
re in very good agreement with the FTIR data given in Fig. 10
onfirming the drastic increase in the NOx uptake of all of the
2-pretreated samples. Quantitatively speaking, in comparison to

he fresh LaMnO3 sample, integrated total NOx desorption signal
n TPD increases by 46% in the case of pre-reduced LaMnO3 and
y 82% in the case of pre-reduced Pd/LaMnO3 (Fig. 9). In a similar

ashion, in comparison to the fresh LaCoO3 sample, integrated total
Ox desorption signal in TPD increases by 101% in the case of pre-

educed LaCoO3 and by 196% in the case of pre-reduced Pd/LaCoO3
Fig. 9). Furthermore, indications of the radical compositional
aMnO3, (c) LaCoO3 and (d) Pd/LaCoO3 samples at 323 K. Red spectra in each panel
 5.0 Torr H2(g) at 623 K for 10 min) perovskite materials. (For interpretation of the
rticle.)

and electronic changes inferred by the FTIR data given in Fig. 10
are also apparent in the TPD profile of the pre-reduced LaCoO3
(Fig. 11b), where the TPD line shape and the desorption maxima
undergo a significant alteration. This is in line with the destruction
of the perovskite ABO3 lattice to a certain extent upon H2(g)
pre-treatment and the formation of Co0/CoO/La2O3 [17]. Another
very important aspect of the pre-reduced LaCoO3 TPD results
(Fig. 11b) is the strong low temperature (i.e. 420 K) N2 and N2O
evolution, indicating the capability of this pre-reduced surface to
directly reduce stored-nitrate/nitrite species. It is possible that the
reduced Co0/Co2+ species generated upon H2-pretreatment are
responsible for the enhanced direct NOx reduction. These intense
low-temperature desorption signals can also be associated with
the desorption/decomposition of weakly bound dinitrosyl species
(illustrated in the FTIR results given in Fig. 10) which are formed

on the reduced Co0/Co2+ species. However it is worth emphasizing
that due to the relatively low desorption temperature of all of the
NOx species, pre-reduced LaCoO3 sample does not seem to possess
a significant high-temperature NOx adsorption capability.
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ig. 11. TPD profiles obtained after NO2 saturation (via 5 Torr NO2(g) at 323 K for 1
re-reduced LaMnO3 and (f) pre-reduced Pd/LaMnO3 surfaces.

Comparison of the TPD data for the pre-reduced LaCoO3 and
re-reduced Pd/LaCoO3 samples (Fig. 11b and c, respectively) sug-
est that Pd addition has three major effects on the NOx uptake
ehavior of the Co-based perovskite systems. First, Pd addition and
2-pretreatment (Fig. 11c) further boosts the NOx uptake of the
re-reduced LaCoO3 (Fig. 11b) by about 52% based on the total NOx

esorption signal in TPD (Fig. 9). Second, through Pd addition and
2-pretreatment (Fig. 11c), pre-reduced Pd/LaCoO3 system gains
oth low-temperature (i.e. 430 K) as well as high-temperature (i.e.
80 K) NOx storage capabilities without compromising its ability
oward direct NOx reduction and N2/N2O production. As a mat-
er of fact, comparison of Fig. 11b and c immediately reveals that
he amount of N2/N2O generated via direct NOx reduction is sig-
ificantly enhanced upon Pd addition and pre-reduction. Third, Pd
ddition tends to preserve the ABO3 perovskite structure to a cer-
ain extent, since the desorption profiles of pre-reduced Pd/LaCoO3
ystem (Fig. 11c) somewhat resembles the desorption character-
stics of fresh LaCoO3 (Fig. 11a) while this is clearly not true for
he pre-reduced LaCoO3 (Fig. 11b). It is likely that in the presence
f Pd, H2 can readily be activated and dissociated on the Pd sites
51]. H-species generated this way can either reduce the local PdO
pecies and form metallic Pd [52] or spill over the perovskite to
enerate oxygen defects. Such oxygen defect sites can function as
trong adsorption sites for NO2(g) species, forming adsorbed nitro-
yls and nitrites which boost the overall NOx uptake. In a similar
ashion, metallic Pd sites formed upon H2-pretreatment (which are
ell known to be efficient oxidation catalysts) may  also assist the

xidation of NO2 into nitrates and enhance the NOx adsorption.
A similar analysis can also be performed for the NO2 TPD profiles
f fresh LaMnO3, pre-reduced LaMnO3 and pre-reduced Pd/LaMnO3
Fig. 11d–f, respectively). Such an analysis brings three main points
nto attention. First, both pre-reduction and Pd addition processes
ave a noticeably positive influence on NOx uptake of Mn-based
) of (a) LaCoO3, (b) pre-reduced LaCoO3, (c) pre-reduced Pd/LaCoO3, (d) LaMnO3,  (e)

perovskite systems. Second, pre-reduction process (in the presence
or absence of Pd) does not significantly alter the TPD desorption line
shapes or shift the desorption maxima, suggesting that the ABO3
structure is preserved to a greater extent for Mn-based systems.
Third, relative amount of direct NOx reduction and the forma-
tion of N2/N2O is less pronounced in Mn-based perovskite systems
(Fig. 11d–f).

In overall, the significant boost in NO oxidation and improved
NOx adsorption over Pd promoted and H2 pretreated Co- and
Mn-based perovskites are confirmed by both FTIR and TPD experi-
ments. Although these experiments do not reveal a clear evidence
for the origin of this behavior, it is plausible that the increase in
the NOx uptake upon H2-pretreatment can be associated with the
reduction-induced morphological changes such as surface recons-
tructions, which may  increase the specific surface area and hence
the NOx adsorption. Alternatively, the increase in the NOx uptake
upon reduction can also be closely related to the electronic and
compositional changes occurring on these surfaces such as the par-
tial/total reduction of the B-site cation (particularly in the case
of Co), reduction of PdO species into Pd and/or the formation of
surface oxygen defects which may act as additional anchoring
sites for NOx species. Considering the fact that many heteroge-
neous catalytic applications relevant to automotive industry such
as NSR/LNT processes consists of a NOx storage (lean) cycle fol-
lowed by a reduction (rich) cycle; Mn  and Co-based systems can be
considered as promising catalytic materials whose NOx uptake can
be boosted/regenerated via onboard cyclic reduction (rich) treat-
ments.
4. Conclusions

In the current work, perovskite-based materials (LaMnO3,
Pd/LaMnO3, LaCoO3 and Pd/LaCoO3) were synthesized,
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haracterized and their NOx uptake behavior was  investigated as
 function of the nature of the B-site cation (i.e. Mn  vs Co), Pd
ncorporation and H2-pretreatment. Some of the major findings of
he current study can be summarized as follows:

LaMnO3 and Pd/LaMnO3 revealed a cubic perovskite crystal struc-
ture, whereas LaCoO3 and Pd/LaCoO3 exposed both cubic and
rhombohedral phases after synthesis and calcination at 973 K.
SSA values for LaMnO3 and Pd/LaMnO3 were significantly higher
compared to that of LaCoO3 and Pd/LaCoO3 (20.6 and 21.9 m2/g vs
7.1 and 8.9 m2/g, respectively). Along these lines, the amount of
NOx adsorption on LaMnO3 was found to be significantly higher
than LaCoO3, in line with the higher SSA of LaMnO3.
Surfaces of all samples were found to be La-enriched either due
to the presence of amorphous surface La2O3, La2(CO3)3, La(OH)3
domains or La-terminated ABO3 structure.
Incorporation of PdO/PdOx nanoparticles with an average diam-
eter of ca. 4 nm did not have a significant effect on the NOx

adsorption behavior over fresh LaMnO3 and LaCoO3.
Perovskite materials were found to be capable of activating N–O
linkages typically at ca. 550 K (even in the absence of an external
reducing agent such as H2) forming N2 and N2O as direct NOx

reduction products.
H2-pretreatment yielded a drastic improvement in the amount
of NOx adsorption for all samples, particularly for the Co-based
systems. Presence of Pd further boosted the interaction between
NOx and the surface of the H2-pretreated perovskite.
Increase in the NOx adsorption of H2-pretreated LaCoO3 and
Pd/LaCoO3 surfaces could be associated with the changes in
their oxidation states (i.e. reduction of B-site cation), structural
changes (surface reconstruction and SSA increase), reduction of
the precious metal oxide (PdO) into metallic species (Pd) and
the generation of oxygen defects on the perovskite. Mn-based
systems were found to be more resilient toward B-site reduction.
Pd-addition was found to suppress the B-site reduction and pre-
served the ABO3 perovskite structure.

ppendix A. Supplementary data

Supplementary data associated with this article can be found,
n the online version, at http://dx.doi.org/10.1016/j.apcatb.2014.
1.038.
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