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We have investigated the surface reflection properties of a layer-by-layer photonic crystal. By usin
a Fabry–Perot resonant cavity analogy along with the reflection-phase information of the photon
crystal, we predicted defect frequencies of planar defect structures. Our predictions were in go
agreement with the measured defect frequencies. Our simple model can also predict and expl
double defect formation within the photonic band gap. ©1996 American Institute of Physics.
@S0003-6951~96!03532-2#
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In analogy to electrons in an atomic crystal, the prop
gation of electromagnetic~EM! waves in periodic dielectric
structures can be forbidden in a certain range of frequenc
These three-dimensional structures that are called phot
band gap~PBG! or photonic crystals, have recently receiv
both theoretical and experimental attention and motivated
scientists to explore new possibilities.1–4 The initial interest
in this area came from the proposal to use PBG crystal
control spontaneous emission in photonic devices, leadin
more efficient light emitters like thresholdless semiconduc
lasers5 and single-mode light-emitting diodes.6,7 However,
the technological challenge associated with the fabricatio
smaller scale structures have restricted the experime
demonstration of the basic photonic band gap crystals to
crowave frequencies~12–15 GHz!.8

Recently, we designed a three-dimensional layer-
layer structure which alleviates some of the fabrication d
ficulties inherent with the earlier designs.9 By using either
alumina or silicon as the dielectric material, we have bu
and tested crystals with photonic band gap frequencies r
ing from 15 to 500 GHz.10–12The frequency range of thes
photonic crystals are suitable for a number of millimeter a
sub-millimeter wave applications, including efficient refle
tors, millimeter wave antennas, filters, sources, a
waveguides.13–15Most of these applications are based on t
important properties of photonic crystals. First, the photo
crystals act like ideal reflectors at PBG frequencies. Seco
it is possible to obtain defect or cavity modes by loca
disturbing the periodicity of the photonic crystal.16–18 In this
letter, we investigate the reflection properties of layer-b
layer photonic crystals and use this information to develo
simple model which explains the defect formation in pho
nic crystals.

In order to investigate the reflection properties of pho
nic crystals, we constructed a new layer-by-layer crys
where we used square-shaped alumina rods~0.32 cm30.32
cm315.25 cm!. In the new crystal, we chose a center-t
center separation of 1.12 cm, corresponding to a dielec
filling rate of ;0.29. Figure 1 shows the schematics of t
measurement set up we used in our experiments. An
8510C network analyzer and three microwave horn anten
were used to measure both the transmitted and refle
waves. For reflection measurements, we used a metal s

a!Electronic mail: ozbay@fen.bilkent.edu.tr
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to calibrate our measurements, where we assumed that
metal sheet is a 100% reflector at these frequencies.
changing the incidence angleu, we could obtain the reflec-
tion and transmission properties of the photonic crystals
different propagation directions.

By using the aforementioned experimental setup, we fi
investigated the transmission properties of our photonic cry
tal. The band gap edge values obtained from our transm
sion measurements along different crystal directions, we
very close to the theoretical calculations which predicted
full band gap from 10.6 to 12.7 GHz. We then focused o
efforts to the reflection measurements. Although, it was re
tively easy to obtain the magnitude of the reflected waves
a reproducible basis, we faced a significant challenge to o
tain reproducible phase measurements where we use
metal sheet for calibration purposes. The flatness of the
surface of the photonic crystal and the positioning of th
photonic crystal with respect to the calibration metal pla
were very critical for a reliable measurement. In our setu
our typical calibration error for the phase measurements w
measured to be around65°. Figure 2~a! shows the reflection
and transmission characteristics of a 16 layer crystal alo
the stacking direction with an incidence angleu55°. The
magnitude of the reflected and the transmitted waves w
found to be independent of the polarization vectore of the
incident EM wave. However, we found a strong polarizatio
dependence for the phase of the reflected waves. Figure 2~b!
shows the phase of the reflected waves as a function
frequency for both polarizations where the polarization ve
tor e of the incident EM wave is either perpendicula

FIG. 1. Experimental setup for measuring the reflection and transmiss
properties of the photonic crystals.
743743/3/$10.00 © 1996 American Institute of Physics
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or parallel to the rods of the top layer of the photonic crys
We used this phase information to understand and

dict defect formation in photonic crystals. By separatin
16-layer photonic crystal from the middle with a separat
width of L, we built planar defect structures and mode
them as Fabry–Perot resonators. We considered each 8
stack as the mirrors of the Fabry–Perot resonator with re
tion coefficientsr 1e

2 jf1 and r 2e
2 jf2, wheref1 andf2 are

the reflection-phase factors in radians. In a Fabry–Perot r
nator, the circulating electric fieldEc can be written as a
function of the incident electric fieldEi as

19

Ec5
t2

12r 1r 2e
2 j ~2bL1f11f2! Ei , ~1!

where b is the propagation constant of air, andt2 is the
transmission coefficient of the second mirror. The reson
condition is satisfied when 2bL1f11f152mp (m50,
61, 62, 63!, where enhancement of the circulating fie
results in almost unity transmission at the resonant
quency. For photonic crystals, this resonance can be vie
as defect formation, where a narrow transmission wind
within the band gap region is observed. We used this r
nant condition to estimate the defect frequencies for our
nar defect structures.

We first measured the transmission properties and
defect frequency as a function of separation widthL. Using
the resonance condition, along with the measured defec
quencies, we calculated the predicted total phase cont
tion, f t, from the two mirrors as

FIG. 2. ~a! Reflection~thick solid line! and transmission~thin solid line!
characteristics of the photonic crystal.~b! The phase of the reflected wav
from the surface of the photonic crystal for different polarizations.
744 Appl. Phys. Lett., Vol. 69, No. 6, 5 August 1996
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~m50,61,62,63!,

~2!

where f L is the defect frequency for a separation of length
L, andc is the speed of light in air. Table I lists the measured
defect frequencies, the corresponding value ofm, and the
calculatedf t as a function of separation lengthL. We then
measured the reflection properties of the two 8-layer mirrors
and found the experiment total phase of the two mirrors
f t,exp as a function of frequency. Figure 3 compares the pre
dicted,f t( f L) and the measuredf t,exp(f) total phase of the
two mirrors. As can be seen from the plot, the predicted
phase values are in very good agreement with the measure
phase values.

With this model, the defect frequency~or frequencies!
for a given separation widthL, can be predicted by solving,

f L5
c

2L
@2mp2f t,exp~ f L!# ~3!

by a graphical or an iteration method. As an example, for
L59.5 mm our model predicted a frequency of 11.41 GHz
for m51, while the experimental defect frequency was
11.36 GHz.

es

TABLE I. Experimental measured defect frequencies, and the calculate
total phase contributions from the two photonic crystal mirrors are given for
different separation widths. The second defect mode (m52) appears for
separation widths larger or equal to 10 mm.

Separation
width L
~mm!

Frequency
~GHz!
m51

f t

~degrees!
m51

Frequency
~GHz!
m52

f t

~degrees!
(m52)

3 13.97 260
4 13.5 230
5 13.13 202
6 12.54 170
7 12.15 156
8 11.78 134
9 11.45 113
10 11.16 92 15.34 352
11 10.86 73 15.01 324
12 10.66 53 14.66 298
13 10.45 34 14.31 274
14 13.98 13.98 250

FIG. 3. Comparison of the experimental reflection-phase properties~solid
line! of the photonic crystal mirrors of the Fabry–Perot resonator, with the
predicted reflection-phase properties form51 ~squares!, andm52 ~circles!.
E. Özbay and B. Temelkuran
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Our model can also be used to explain double defe
formation. From Fig. 2~b!, we know that the difference be-
tween the reflection phase at a frequency closer to the up
edge, and a frequency closer to the lower edge may be v
high. For large separation widths, this phase difference alo
with the relatively large free-air propagation phase factor c
satisfy the resonance condition at two different frequencie
As an example, for a separation width of 10.0 mm, resonan
condition is satisfied for bothf L511.16 GHz (m51), and
f L515.34 GHz (m52) resulting in two separate defect win-
dows within the stop band. As the separation width is furth
increased, the first defect (m51) disappears from the lower
edge of the stop band, while new defects (m53,4, . . . ) ap-
pear from the upper edge of the stop band.

In summary, we have investigated the reflection prope
ties of a layer-by-layer photonic crystal. We have develope
a Fabry–Perot resonant cavity model for planar defect stru
tures, and compared the predicted reflection-phase proper
with the experimentally measured reflection-phase prop
ties. The agreement between the prediction and the exp
ment was very good, confirming the validity of the Fabry
Perot cavity model used for the planar defect structures.
our knowledge, our measurements are the first report
reflection-phase measurements of photonic crystals in sci
tific literature.
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