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Minimizing friction, wear, and energy losses by 
eliminating contact charging
Khaydarali Sayfidinov1, S. Doruk Cezan2, Bilge Baytekin1,2, H. Tarik Baytekin1*

One-fourth of the global energy losses result from friction and wear. Although friction and tribocharging were 
presented to be mutually related, reduction of friction and wear by eliminating tribocharges on common poly-
mers, and decrease of power losses in devices with polymer parts were not shown to date. Here, we demonstrate 
that for common polymers, friction—which is strongly related to surface charge density—can be notably reduced 
by various methods of tribocharge mitigation, namely, corona discharging, solvent treatment, or placing a grounded 
conductor on the backside of one of the shearing materials. In our simple demonstrations, we found that by preventing 
tribocharge accumulation, a remarkable two-thirds of power loss during operation of simple mechanical devices 
with common polymers and plastic parts can be saved and wear can be reduced by a factor of 10. These demon-
strations indicate important practical ramifications in mechanical systems with insulating parts.

INTRODUCTION
Since friction and wear are responsible for about a quarter of the 
total energy losses worldwide (1), new methods of minimizing these 
untoward effects could be of immense value for the energy-efficient 
economy of the future. One source of friction is the so-called con-
tact electrification (also known as tribocharging) (2–6), whereby two 
insulating materials moving against each other develop net charges 
of opposite polarity and thus give rise to an attractive force between 
them. Although many previous studies (7–12) have considered the 
relation between tribocharging and friction, detailed microscopic 
understanding and its translation to the macroscopically observed 
energy losses and wear both remain elusive. Here, we consider 
various factors that influence both tribocharging and friction between 
macroscopic polymeric materials. We show that (i) the coefficient 
of dynamic friction [CoF(D)] is strongly dependent on the surface 
charge density and (ii) it can be significantly reduced by various 
methods of minimizing effective surface charges, namely, traditional 
corona discharging, solvent treatment, or placing a grounded con-
ductor on the backside of one of the shearing materials. In particular, 
the last of these options is a very economical and technically straight-
forward means of minimizing attractive electrostatic forces between 
the shearing surfaces. We further demonstrate that elimination of 
surface charges by these simple means can save up to a remarkable 
two-thirds of power loss during operation of simple mechanical de-
vices and can reduce wear by a factor of 10—both of these figures 
suggest practical ramifications of this work to various types of mod-
ern mechanical systems, many of which rely on insulating parts 
prone to charge accumulation.

Static and dynamic frictions depend on a multitude of chemical, 
physicochemical, physical, and mechanical properties of the con-
tacting materials, as well as external conditions (13, 14). Friction 
reflects various types of molecular interactions (15), phononic exci-
tations (11), nature and reactivity of surface groups (16), crystallinity 
(17), surface roughness, and even scale (18) [e.g., negative friction 
in some nanoscale systems (19)]. Dry friction is quantified by coef-

ficient of friction (CoF)—the ratio of the friction force to the nor-
mal load. However, CoF is not necessarily constant or steady over 
long periods, repeatable, or single valued (20), because friction aris-
es from several mechanisms acting simultaneously at macro- to na-
noscales (21). One of these mechanisms is the creation of surface 
charges upon contact and/or shearing of two different [or identical 
(22)] materials. Contact electrification is itself a topic of vibrant 
research, and it has only been in recent years that its fundamental 
aspects [creation of heterogeneous charge mosaics (5, 6, 23, 24), im-
portance of material transfer (25), and creation of both charges and 
radicals (26, 27)] have been elucidated. Despite these recent advances 
in understanding the mechanism of tribocharging, literature data 
on the direct relation between friction and tribocharging are sur-
prisingly sparse (28). Nevertheless, earlier studies on metal/polymer 
contacts [e.g., sliding a millimeter-sized gold ball on polymethyl-
methacrylate (PMMA) (7)], ceramic/polymer contacts [e.g., alumina- 
polytetrafluoroethylene (PTFE) sliding contact in the presence of a 
lubricant (8)], and polymer/polymer contacts (9) showed existence 
of cross-relation between tribocharge and friction. Another recent 
report, in which a metal pin slides on the PTFE surface, confirmed 
unequivocally that triboelectricity and friction have the same origin 
(10). At the nanoscale, tribocharging and subsequent charge trans-
fer from an insulating monolayer to an atomic force microscopy tip 
results in large electrostatic frictional forces (11). However, to our 
knowledge, the contribution of tribocharging to friction-induced 
wear and energy losses at polymer/polymer contacts, and minimi-
zation of friction by tribocharge reduction (as we discuss here), has 
not yet been reported.

RESULTS AND DISCUSSION
Figure 1A illustrates that the contribution from tribocharging is 
quite substantial, especially for machines with insulator parts; a 
simple rotor with polymer blades running on another polymer sur-
face can heat up or even stop operating because of increasing fric-
tion through increased charging and electrostatic adhesion between 
the two surfaces. In sharp contrast, when the charges are removed 
by using a corona discharge gun, the local heating and energy dissi-
pation are reduced, and the energy consumption is lowered by ca. 
66% (Fig. 1B).
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To quantify contact charging, concomitant friction, and the 
power savings expected upon charge removal, we used a “textbook” 
setup in which a solid cylinder-shaped object is placed at the top of 
an inclined plane and allowed to slide freely toward the bottom, af-
ter which time the body is moved back to the starting position and 
more sliding cycles are repeated. A cylindrical wood piece with a 
polyethylene terephthalate (PET) film base slides on cellulose (as 
shown in Fig. 2A; see also movie S2), in the process acquiring tribo-
charges quantified in Fig. 2B for different numbers of sliding cycles 
(see the Supplementary Materials for details on charge measure-
ments). Both the magnitude of charges and the sliding times in-
crease from run to run, on the 19th downhill slide, and the sliding 
time quadruples compared to the first run. In a related demonstra-
tion, to illustrate the increase in the coefficient of friction [CoF(S); 
equal to tan ], the angle of inclination at which sliding commences 
also increases with consecutive runs (Fig. 2C). However, when the 
tribocharges on the sliding surfaces are eliminated by a Zerostat co-
rona discharge gun, both the sliding time and the “ offset” revert to 
their original values during the first sliding (Fig. 2, B and C).

With these illustrative examples, we then used a friction tester 
(Hanatek Advanced Friction Tester) to record the CoF(S) and CoF(D) 
of pairs of various commonly used polymers (see the Supplementary 
Materials for further experimental details) for repeated horizontal 
sliding cycles. Charges on the sliding pieces were also recorded after 
each run. As we expected, both tribocharge density and CoF(D) 
increased during consecutive runs (Fig. 3A), with the mutual rela-
tionship between these quantities quantified in figs. S1 and S2. We 
note that the degree of material transfer between the two sliding 
surfaces accompanying tribocharging (25) may also affect the mea-
sured CoF(D) (fig. S3). Next, we tested various methods of dissipating 
the tribocharges developed, namely, rinsing the contacting surfaces 
with a solvent, corona discharge, or covering the backside of one or 
both materials with a layer of a conductive material grounded 
through a wire (Fig. 3). For all these approaches and for all the dis-
charged polymer pairs, friction did not significantly increase upon 
repeated sliding runs. Data for a representative PTFE sliding on 
cellulose are shown in Fig. 3 (C to E). Upon grounding with a metal 
backing (Fig. 3D, red dots), the CoF(D) during the 35th sliding cycle 

was only 9% higher than during the first run (Fig. 3E, red dots), com-
pared to a more than 50% increase when the polymer is not grounded 
(Fig. 3E, black dots). We note here that, for practical uses, ground-
ing might be the most economical and technically straightforward 
method; however, we found that the corona discharge method is the 
best method to keep friction coefficients at a minimum, and that the 
ethanol-rinsing method is the best method to prevent wear, presum-
ably because this method also removes the debris formed during slid-
ing (fig. S4). Notably, although there is no substantial change in the 
crystallinity of polymers (fig. S5) with or without tribocharge removal, 
we detected a decrease in the extent tribochemical changes (e.g., ox-
idation and fluorination) with continuous removal of tribocharges 
upon sliding, in comparison to the cases where the charges were 
allowed to accumulate on the polymer surfaces (fig. S6).

So far, we showed some of the direct friction control methods via 
tribocharge dissipation. Tribocharging (and hence friction) can also 
be controlled by manipulating external factors such as atmosphere 
and humidity (29–31). We briefly show the effect of these external 
factors on tribocharging and friction in figs. S7 and S8. We also 
show the effect of net charge polarity (32) on the CoF(D) in a sepa-
rate set of experiments (figs. S9 and S10).

As we stated before, the most important corollaries of this work 
are in the different types of mechanical systems with insulating parts. 
To provide a simple demonstration of reducing friction in such a 
system, we monitored the rotation of a ball bearing with a plastic 
ring and glass balls with and without a continuous discharging, as 
shown in Fig. 4A. Without any discharging, at 200 rpm, resistance 
of the ring against rotation, which is measured by an attached load 
cell, increases with rotation time (Fig. 4B; for details, see fig. S11). 
We showed that even a single “shot” of a corona discharge gun in-
stantly decreases the friction force from 0.0125 to 0.0060 N upon 
continuous operation of the bearing (Fig. 4B).

Friction-initiated wear in polymeric contacts can also be re-
duced by the elimination of contact charges: If the acquired charge 
density on a thick (0.5 cm) piece of polyvinylchloride (PVC; 2.5 cm × 
2.5 cm) that repeatedly slid on cellulose (20 cm × 25 cm,  = 20°) is 
kept below − 0.2 nC/cm2 by continuous corona discharging of 
the sliding plane, after 35 runs the wear at the PVC surface is 

Fig. 1. Thermal camera images of an operating motor with insulating parts demonstrating a decrease in heat dissipation upon continuous removal of tribo-
charges, which implies lower friction, wear, and energy consumption. Polysulfone (PSU) polymer blades are mounted on a shaft of a DC electric motor and are 
sweeping against another polymer surface (shown here, cellulose). (A) Tribocharging causes high electrostatic adhesion, leading to high friction, wear, and energy con-
sumption, as imaged in the temperature increase at the motor’s shaft and polymer blades upon operation (black circles). (B) The same rotor system does not heat up, 
shows lower rates of wear, and consumes lower power [about one-third of the system in (A)] when charges are continuously being removed (see movie S1, Supplemen-
tary Text, and Fig. 4H for details on calculation of the energy consumption).
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reduced [10 wear lines in polarized optical microscopy (POM) im-
age] in comparison to the case in which the same piece is allowed to 
slide for 35 runs without any discharge (ca. 100 wear lines on the 
same area) (Fig. 4, C to F).

Last, to show how the removal of tribocharges may eventually 
minimize the friction-related energy consumption in a device, we 
constructed a simple yet illustrative system: We attached 0.2-mm-
thick PSU blades on the shaft of a DC electric motor (see the 
Supplementary Materials for further experimental details). When 
PSU blades are allowed to come into contact with a flat cellulose 
surface, this contact and rotational sliding quickly generates tribo-
charges on both polymer surfaces (Fig. 4G and movie S1). During 
normal operation (in which the charges are allowed to accumulate 
on PSU blades and on the cellulose surface), the current drawn by 
the DC electric motor increases (in this example shown in movie 
S1, from 83 to 220 mA), the motor consumes about 440 mW, and, 

because of the increased tribocharges and friction between the sur-
faces, the rotation stops (Fig. 4H). At this point, if the contacting 
surfaces were corona discharged, then the operation resumes with 
lower energy consumption (83 mA, 166 mW, about one-third of the 
value measured for “tribocharged” motor system). The minimized 
friction and energy consumption can also be visualized by thermal 
images of the motor working under continuous discharging (Fig. 4, 
I and J).

CONCLUSION
From our results, we conclude that continuous discharging might 
be used to reduce friction, wear, and energy consumption in systems 
with moving insulator parts. Engineering the simple systems and 
their results displayed in this report might be beneficial for many 
current industries using polymer and cellulosic (33) materials. The 

Fig. 2. Friction and tribocharges increase upon repeated “runs” of a polymer sliding on an inclined plane. (A) Sliding of pucks (with polymer sheet bases) on cellu-
lose (on inclined plane) causes tribocharging of the surfaces and leads to an increase in friction. (B) Sliding time of the puck and charge acquired on the base both increase 
with repeated sliding runs. When the sliding surfaces are discharged by a Zerostat corona discharge gun, the sliding time resets back to the value in the first sliding (green 
arrow) [puck = wood (2 cm diameter); polymer sheet = PET (2 cm diameter, 0.20 mm thick);  = 20°] (C) , in which the sliding can be initiated on the inclined plane at the 
repeated cycles, increasing with tribocharging at repeated cycles; again, reset is possible by corona discharging [puck = wood (2 cm diameter); polymer sheet = PTFE (1.5 cm 
diameter, 3.0 mm thick); relative humidity = 22%; see movie S2 and the Supplementary Materials for further experimental details].
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concept displayed here would also be important for emerging de-
vices, e.g., intricate micro- and nanoelectromechanical systems, be-
cause surface forces become extremely prominent at small dimensions.

MATERIALS AND METHODS
Materials
Pure cellulose sheets (165 μm; Southworth Resume Paper, 100% 
cotton) were used as a stationary material, which were laid on the 
nonmagnetic metal platform of the friction tester. A new sheet was 
used for each of the polymers, except for consecutive sliding exper-
iments. Flat polymer sheets (5 cm × 5 cm) with a thickness of less 
than 500 μm [PVC, PTFE, polyvinylidene difluoride, polypropylene 
(charging negatively against cellulose), polycarbonate, PMMA, PSU, 
polyimide-Kapton, and polyester polyethylene glycol (charging 
positively against cellulose)] were attached to the bottom of a flat, 
2-mm-thick, 0.6-g insulating wood piece, and polymer- wood as-
semblies were presented as sliding objects.

Friction measurements
A fully automated and computer-controlled friction tester (Hanatek 
Advanced Friction Tester) was used for the friction experiments to 
obtain friction versus distance data as well as static and dynamic fric-
tion coefficients with high accuracy. Polymer sheet-wood assemblies 
were attached directly to the load cell. Normal load was changed by 

putting round metal pieces (brass) with different weights at the top 
of the wooden support when necessary. The sliding speed was set to 
1200 mm/min for all the experiments. Weights were grounded before 
the charge measurements. A homemade metal frame polymer cham-
ber was used in the sliding experiments that were performed in air 
or under continuous flow of nitrogen and argon.

Surface tribocharge and surface potential measurements
The tribocharge on the surface polymers (5 cm × 5 cm) was mea-
sured after each sliding experiment using a homemade Faraday cup 
that is connected to an electrometer (Keithley Instruments model 
6514). Data acquisition was performed with LabVIEW code, and tri-
bocharge densities were reported in nC/cm2. During measurements, 
an antistatic wristband was used to ground the sample holding tweezers. 
Surface potential measurements were done using an electrostatic 
voltmeter (TREK model 370), with a macroscopic Kelvin probe 
(3800E-2 end view) attached.

Humidity measurements
Humidity and temperature were recorded using a hygrometer (Trace-
able 37950-11, Cole-Parmer).

Surface analysis
X-ray photoelectron spectroscopy (XPS) measurements were per-
formed using a spectrometer (Thermo Fisher Scientific, Waltham, 

OR

Fig. 3. Various methods of tribocharge removal on sliding polymer surfaces can control friction between them. Sliding a PTFE piece horizontally on cellulose, 
(A) friction between PTFE and cellulose increases with sliding distance and consecutive runs, as measured by the Hanatek Advanced Friction Tester. (B) Removal of tribo-
charges by various methods of charge dissipation. (C) Reset of CoF(D) to its initial value with corona discharge treatment (data marked with green circle) and ethanol 
rinsing (data marked with red circle) of PTFE on cellulose at the 35th run (sliding distance per run = 15 cm). (D) Attaching a grounded metal (flat brass, 0.25 mm thick) to 
the back of the PTFE piece prevents both the accumulation of charges at the polymer surface and (E) the increase in the CoF(D) (red dots = metal-grounded PTFE on cellulose; 
black dots = PTFE on cellulose). PTFE, 5 cm × 5 cm × 0.25 mm; cellulose, 10 cm × 20 cm × 0.165 mm; FN = 0.15 N is adjusted by putting additional weight on bare PTFE or 
metal backing on PTFE (see the Supplementary Materials and figs. S1, S2, and S7 to S10 for further experimental details and the effects of sign of net charge, contact area, 
load, material transfer between the surfaces, and atmosphere on simultaneous tribocharging and friction).
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MA) with a monochromatized Al K-Alpha X-ray source; the spot 
size is set to 400 m. For scanning electron microscopy imaging, the 
FEI Quanta 200F ESEM was used. The beam accelerating voltage 

was set to 5 kV. For energy-dispersive x-ray (EDX) measurements, 
samples were coated with ~10 nm of Au/Pd alloy before EDX anal-
ysis; an accelerating voltage of 15 kV was used during imaging.

Glass ball

Fig. 4. Friction, wear, and power losses can all be minimized in some common mechanical systems with insulator contacts. FRICTION: (A) On a ball bearing with inner 
and outer polyoxymethylene polymer rings (diameters, 52 and 25 mm) and nine glass balls rotated at 200 rpm (see the Supplementary Materials for details of the experiment), 
(B) resistance increases with rotation time; however, even a single shot of corona discharge gun can reduce this force from 0.0125 to 0.0075 N. WEAR: During consecutive runs 
of PVC pieces (2.5 cm × 2.5 cm × 0.25 mm) on an inclined plane (cellulose: 20 cm × 25 cm,  = 20°), (C) with continuous corona discharge of the sliding plane (red dots), (D) one 
can keep the CoF(D) of the sliding PVC piece (2.5 cm × 2.5 cm × 0.25 mm) at a minimal value for 35 runs. (C and D) For comparison, black dots show the control experiment 
(not discharged system). (E) The “discharged” piece in (C) has only a slight wear (10 macro-wear lines on POM image) after 35 runs, whereas (F) the “not discharged” piece had 
ca. 100 wear lines after the same number runs (FN = 0.15 N). Scale bars, 200 m. POWER LOSS: (G) Rotating PSU blades attached to a 12-V DC electric motor (Mabuchi RS 555, 
operated at 2 V) are triboelectrified upon sweeping against a cellulose sheet (left); after ca. 20 s, the blades stop due to highly increased electrostatic adhesion and friction 
between the blades and the sheet (right) (see movie S1). (H) Change in the input power of the DC electric motor used in (G). The motor stops by itself after acquiring tribo-
charges (ca. 20 s; at this point, electrostatic potential on polymer blades = +2500 V, cellulose = −2500 V); however, it can be restarted by corona discharging, which minimizes 
the input power. (I) Left to right: Infrared images of the motor in (G) upon operation with continuous discharging between 0 and 300 s. After 300 s, the motor is not discharged 
anymore and the temperature at the shaft and blades rises quickly, as shown in (J). For details on calculating the recovered power loss, see Supplementary Text.
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X-ray diffraction
X-ray diffraction (XRD) measurements were performed using a 
PANalytical X’Pert PRO x-ray diffractometer with Cu K radiation.

SUPPLEMENTARY MATERIALS
Supplementary material for this article is available at http://advances.sciencemag.org/cgi/
content/full/4/11/eaau3808/DC1
Supplementary Text
Fig. S1. Dynamic and static coefficients of friction versus normal load for the PTFE-cellulose 
system.
Fig. S2. Size versus charge and size versus CoF; load versus charge compared with load versus 
CoF for sliding polymer pairs.
Fig. S3. Spectroscopic evidence for material transfer upon polymer sliding.
Fig. S4. Comparison of various methods of tribocharge removal on sliding polymer surfaces: 
friction, charge, and wear reduction.
Fig. S5. XRD analyses of sliding surfaces with and without elimination of tribocharges.
Fig. S6. HIRES-XPS analyses of the cellulose surface with and without elimination of 
tribocharges during PTFE sliding.
Fig. S7. Friction and tribocharging for PVC sliding on cellulose in various atmospheres.
Fig. S8. Friction and tribocharging for PVC sliding on cellulose in various atmospheres and 
relative humidity values.
Fig. S9. The relation between friction and tribocharging for negatively charged polymers 
sliding on cellulose for the consecutive sliding experiments.
Fig. S10. The relation between friction and tribocharging for positively charged polymers 
sliding on cellulose for the consecutive sliding experiments.
Fig. S11. Friction reduction in a bearing with insulator parts.
Movie S1. Increase in electrical energy consumption of a DC motor with polymer blades.
Movie S2. Friction and tribocharges increase upon repeated sliding runs of a polymer sliding 
on an inclined plane.
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